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TEST REPORT

Report Ne.: 2020001949 aE

Customer: Yurui (Shanghai) Chemical Co., Ltd

Floor 5, Building H2, No.3188 Xiupu Rd,Pudong,
Shanghai, China

Contact Information:

Test Type:  MSubmitted by Customer [JSampling by NACC

Date of sample received: 2020-3-18

2020-4-8

Remarks: The sample(s) submitted and related information are provided and confirmed by client,
and NACC is not responsible for verifying its integrity and authenticity.
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Declaration

1) Report is invalid without official seal and signatures.
2) Report is invalid if being altered, supplemented or deleted.
3)Without the prior written approval of NACC, report shall not be reproduced except in full.

4) For the sample(s) submitted by client, the sample information in report is declared by client, and NACC is
not responsible for its authenticity.

5)For the sample(s) submitted by client, report is responsible only for the sample(s) tested.
6) Anyone shall not presume to use the report for improper propaganda.

7) Any disagreements of report should be fed back to NACC within 15 days upon issuing report. After 15
days, report is considered as accepted by the client.

8) Data and results in report without CMA mark, and in report with CMA mark but have been indicated not
within the scope of accreditation of NACC, don’t have the function of social proof and for client internal use

only.

9) Any ambiguity arising from languages used in report, the Chinese language shall prevail.
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TEST REPORT

Sample Name: Nano Silver Wash Free Antibacterial Spray Report No.: 2020001949 aFE
UIV Customer brand

Sample Lot Ne./Batch No.: 20200228S Testing Period: 18-Mar To  8-Apr

Sample Appearance: Liquid Sample Quantity: 2000mL

Product composition : Nano silver, Deionized water ; Health license NO. : ZWXZZ

Other Information: (2020) No. 0089
Test Results
: Judgement dard | Judge
Item Result Unit g g Stk & Method
ba51s requirements | ment
Silver (Ag) 50.3 mg/kg
Not detected . <Safety and Technical
Lead (Pb) (Test limit:0.5) mg/kg <Safety and <10 | Qualified Standards for Cosmetics>
Technical (2015 edition), Chapter 4,
Arsenic (As) (-;:;t ﬁet?sl‘;}e(i mg/kg Staidards for <7 Qualified | Physical and chemical test
imit:0.1) Cosmetics> method/1.6
Not detected S5 .
Mercury (Hg) (Test limit:0.1) mghkg |@015edition) <1 | Qualifid
- . <Technical o i e
Stabil lty teSt(54 C 3 Standard For 4, Physical and chemical test
14days) (Decrease rate of 1.4 % disinfection> <10 | Qualified method/1. 6
5 (Ministry of <Technical Standard For
silver content) Health.2002) 2.2.3 disinfection> (Ministry of
= X g Health,2002) 2.2.3
<Technical Standard For
disinfection> (Ministry of
pH value 10.21 — Health,2002), 2.2.1 4
method of pH meter
Total bacterial colonies <20 CFU/mL <200 |Qualified
Total number of fungal colonies <20 CFU/mL < 100 | Qualified
i = B 15979- i i
Coliform group Not detected G e Negative | Quiified | - =p 159792002
Staphylococcus aureus | Not detected —_— Negative | Qualified Appendix B
Pseudomonas aeruginosa | Not detected — Negative | Qualified
Hemolytic streptococcus | Not detected — Negative | Qualified
/
Note
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TEST REPORT

Sample Name: Nano Silver Wash Free Antibacterial Spray Report No.: 2020001949 aE

UIV Customer brand
Sample Lot Ne./Batch No.: 20200228S Testing Period: 18-Mar To  8-Apr
Sample Appearance: Liquid Sample Quantity: 2000mL

; Product composition : Nano silver, Deionized water ; Health license NO. : ZWXZZ
Other Information:

(2020) No. 0089
Test Results
i Number of viable colonies in each test group (CFU/mL)
Test Test treatment i
Item - Aﬁcr[:;n NO. Conclusion | Method
BrRing group Test 1 Test2 | Test3
1 Disinfectant + Bacteria liquid <10 <10 <10
0.5min isi nt+ fi The error rates of the
Sl 2 (?;T: ?’j Liui?l;t:ﬂa 20 39 33 third, fourth 3:: :ln:h
2roups were \
acoli 3 Neutralizer + Bacteria liquid 2.55x% 107 2.67x1 0“‘I 2.38x1 07 3.01% and 5 17%,
respectively The sixth
ATCC {Disinfectant + N_eullalizer} 7 7 7 group was sterile growth
8739 [10min a bt ASIRIR 2o 2.14x10 The test results showed | <Technical
Neutr 5 |Ditent+ Bactrinliouid|  2,63x107 | 2.77x107 | 2.44x107 | it rurslie s | siandard
qualified.
s - - For
alizer Diluent + Neutralizer +
Galif 6 Culture medium 0 0 0 disinfection
1 . 1 Disinfectant + Bacteria liquid <10 <10 <10 > (Ministry
cation f Health
0.5min (Disinfectant+Bactenia The error rates of the G e,
test Candi 2 fquid) + Neutralizer 40 60 45 third, fourthand fith | 2002),
andida groups were 7.88%, 21,5
albicans 3 [ Newnizer Bacerntiowis|  1.45x107 | 1.33x107 | 1.60x107 | 775%m6 1%
ATCC (Disinfectant + Neutralizer) 7 ) 7 respectively ?I'hc.smhh
4 + Bacteris Bausd 1.23x10 1.14x10 1.42x](Q" |eroup was sterile growt
10231 1 Omm a4 The test resulls_shuwed
5 |oien+ acerationi|  1.51x107 | 1.40x107 [ 1.67x107 | e veataervas
Diluent + Neutralizer +
6 Culture medium 0 0 0
<Technical
Result Siandard For
Test |Action e disintection=
verage number of | Awverage number of o ori: (Ministry of | Judg '
Item strains time NO. bacteria in control | bacteria in the sample K”lmg rate | Killing 108. Hcalth.l‘_?OOZl e MethOd
sample group group ( c/a) value Standard
(CFU/mL) (CFU/mL) requirements
Bacte | Escherich ! 2.57x10’ <10 >99.99 >6.40 ESChEI’ll-ChI <Technical
acoh Standard For
ricidal| iacoli |, | 2 | 250x10" | <10 >99.99 | 639 | uiinclog | quained| o
2min (=4 (Mini: f
prope| ATCC 3 2.65%10’ <10 >99.99 >642 | opos R syt
rry 8739 Average value XS ]0? <10 =00 99 >6.40 5.00 2.1.1.7
. 1 .Neutralizer is 3% TWEEN 80 solution.
2.Experiment with the sample stock solution.
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TEST REPORT

Sample Name: Nano Silver Wash Free Antibacterial Spray Report Ne. : 2020001949 aE
UIV Customer brand

Sample Lot No./Batch Ne.: 20200228S Testing Period: 18-Mar To  8-Apr

Sample Appearance: Liquid Sample Quantity: 2000mL

Product composition : Nano silver, Deionized water ; Health license NO. : ZWXZZ

Other Information: (2020) No. 0089

Test Results
<Technical
RCSUIt Standard For
TESt ACliOI‘l Average number of Average number of - .irjl—ist. o udgsment
[teln strains time NO- bade:.la in control haﬂ:i‘i:in the sample Kl“lng rate Kil Ilng log l-i::lth, .1;;0.:) il MethOd
sample group group (%) value Standard
(CFU/mL) (CFU/mL) requirements
1 2.43%107 <10 >99.99 >6.38
Imi 2 2.49x10’ <10 >99.99 >6.39
min
Escherichi 3 2.56x10’ <10 >99.99 >6.40 Escherichia
a coli Average value| D 4Qx 10? <10 >099.99 >6.39 coli kllllﬂg Qualified
ATCC | 2.28x10’ <10 >99.99 >6.35 | log value=
hixd o[ 2 | 248407 <10 >99.99 >6.39 50 Ll
Smin i
"3 | 241x10° <10 >99.99 | >6.38 o
Average value 2.39x 10-"I <10 >09 99 )"637 Standard
1 1.88x10’ <10 >99.99 >6.27 Fir
s 2 1.99%10’ <10 >99.99 >6.29 disinfecti
Smin
Bacte 3 2.05x10’ <10 >99.99 >6.31 on>
ricidal Average value| ] 97x 10 <10 >99.99 >6.29 (Ministry
prope | Staphyloc 1 1.78x107 <10 >99.99 >625 | Staphylococ of? I;gzl)th,
rty i . 2 1.83x107 <10 >09.99 >6.26 cus aureus ! e
aureus | Imin Bt Qualified| 2.1.1.7
3 1.91x107 <10 >99.99 >6.28 | killing log
ATCC value=5.00
6538 Average value| | 84 x| G? <10 >99.99 >6.26
1 1.74x107 <10 >99.99 >6.24
{ B 2 1.85x10’ <10 >99.99 >6.26
3
L& 1.69%10’ <10 >99.99 >6.22
Average value 1.76x1 0? <10 >99.99 >6.24
Candida 1 1:70% IO? <10 >99.99 >6.23 Candida S<Teﬂch:ic:l
albicans | _ [ 2 1.78x107 <10 >99.99 >6.25 | albicans | sinfecion
0.5min = Killing'l Qualified | gy oF
ATCC 3 1.85%10 <10 >99.99 >6.26 Hling fog Health, 2002),
10231 Average value[ | 78x l{]"if <10 >09.99 >6.25 value=5.00 2110

Experiment with the sample stock solution.
Note
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Sample Name: Nano Silver Wash Free Antibacterial Spray Report No.: 2020001949 aE
UIV Customer brand

Sample Lot Ne./Batch Ne.: 202002288 Testing Period: ~ 18-Mar To  8-Apr

Sample Appearance: Liquid Sample Quantity: 2000mL

Other Inf - Product composition : Nano silver, Deionized water ; Health license NO. : ZWXZZ
ther Information: (2020) No. 0089

Test Results
<Technical
Result Stancdcard For
TeSt AC[iOR Aw number of Average number of v ‘intis s Tud
Ite]‘n strains time NO‘ ba:::g: in l:onlr:l hameriagin the sample Kl“iﬂg rate Killing |0g r;:nh,lgw:) - MethOd
sample group group (%) value Standard
(CFU/mL) (CFU/mL) requirements
1 1.56x10 <10 >99.99 >6.19
irai 2 1.64x10’ <10 >09.99 >6.21 <Technical
min ’
Bacte | Candida 3 1.72x10’ <10 >99.99 >6.23 Candida Sta;:rafd
ricidal| albicans Average value| | 64x10’ <10 >99.99 >6.21 albicans Qualified disinfection
prope| ATCC 1 1.66x10 <10 >99.99 >6.22 | Kkillinglog > (Ministry
| wasl | L] 2 | 1spad <10 59999 | >618 | M i e
3 1.56%107 <10 >99.99 | >6.19 2119
Average value| | §8x|] 07 <10 >99.99 >6.19
BLANK BELOW
Experiment with the sample stock solution.
Note
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